
This is a n  Op e n  Acces s  doc u m e n t  dow nloa d e d  fro m  ORCA, Ca r diff U nive r si ty 's

ins ti t u tion al r e posi to ry: h t t p s://o rc a .c a r diff.ac.uk/id/e p rin t/10 0 8 5 4/

This  is t h e  a u t ho r’s ve r sion  of a  wo rk  t h a t  w as  s u b mi t t e d  to  / a c c e p t e d  for

p u blica tion.

Cit a tion  for  final p u blish e d  ve r sion:

N g uy e n,  Hie u  T., Mokk a p a ti,  S u d h a  ORCID: h t t p s ://o rcid.o r g/000 0-0 0 0 3-3 2 6 0-

6 5 6 0  a n d  M a c do n ald,  Da niel 2 0 1 7.  De t ec ting  do p a n t  diffusion  e n h a n c e m e n t  a t

g r ain  bo u n d a ri e s  in  m ul tic rys t alline  silicon  w afe r s  wi th

mic rop ho tolu min e sc e nc e  s p e c t roscopy. IEEE Jou r n al  of P ho tovolt aics  7  (2) ,

p p .  5 9 8-6 0 3.  1 0.1 1 0 9/JPHOTOV.2017.26 5 0 5 6 1  file  

P u blish e r s  p a g e:  h t t p s://doi.o rg/10.11 0 9/JPHOTOV.201 7.26 5 0 5 6 1

< h t t p s://doi.o rg/10.11 0 9/JPHOTOV.2017.26 5 0 5 6 1 >

Ple a s e  no t e:  

Ch a n g e s  m a d e  a s  a  r e s ul t  of p u blishing  p roc e s s e s  s uc h  a s  copy-e di ting,

for m a t ting  a n d  p a g e  n u m b e r s  m ay no t  b e  r eflec t e d  in t his  ve r sion.  For  t h e

d efini tive  ve r sion  of t his  p u blica tion,  ple a s e  r ef e r  to  t h e  p u blish e d  sou rc e.  You

a r e  a dvise d  to  cons ul t  t h e  p u blish e r’s ve r sion  if you  wish  to  ci t e  t his  p a p er.

This ve r sion  is b ein g  m a d e  av ailable  in  a cco r d a n c e  wit h  p u blish e r  policie s.

S e e  

h t t p://o rc a .cf.ac.uk/policies.h t ml for  u s a g e  policies.  Copyrigh t  a n d  m o r al  r i gh t s

for  p u blica tions  m a d e  available  in ORCA a r e  r e t ain e d  by t h e  copyrig h t

hold e r s .



1 

 

Investigating dopant diffusion enhancement at grain boundaries in multicrystalline 

silicon wafers with micro-photoluminescence spectroscopy 

Hieu T. Nguyen, Sudha Mokkapati, and Daniel Macdonald 

Employing micro-photoluminescence spectroscopy at low temperatures, we are able to detect dopant diffusion 

enhancement along various grain boundaries and sub-grain boundaries in multicrystalline silicon wafers. We 

find an enhancement of phosphorus diffusion not only at all investigated grain boundary types, including Ʃ3, 
Ʃ5, Ʃ9, Ʃ11, Ʃ27a, and random large angle, but also at sub-grain boundaries. In addition, the sub-grain 

boundaries are demonstrated to contain a high density of defects and impurities distributed uniformly 

depth-wise across the wafer thickness, suggesting that the presence of defects and impurities does not hinder the 

preferential diffusion of dopant atoms along the sub-grain boundaries. The results are validated with secondary 

electron dopant contrast images, which confirm the higher dopant concentration along the grain boundaries 

and sub-grain boundaries. 

 

I. Introduction 

Homogenous diffused junctions are important for high efficiency multicrystalline silicon (mc-Si) solar 

cells. However, diffusivities of dopant atoms along certain grain boundaries (GBs) are reported to be higher than 

in the intra-grain regions, thus creating deeper p-n junctions at these GBs [1,2]. This diffusion enhancement has 

been empirically studied using electron beam induced current (EBIC) [1] and light beam induced current (LBIC) 

[3] techniques. However, these techniques require not only contact formation to extract the induced current, but 

also an angle-lapping [1] or cross-sectioning [3] of the GBs to expose the junctions. Furthermore, there has been 

no experimental assessment of the diffusion enhancement along sub-grain boundaries (sub-GBs). Since sub-GBs 

often contain high densities of defects and impurities, they are very recombination active. Therefore, 

investigating the diffusion enhancement along the sub-GBs using EBIC and LBIC is limited because the 

defects/impurities and diffused dopants have opposing impacts on the induced current. 

Recently, employing a micro photoluminescence spectroscopy (µ-PLS) system, we demonstrated the 

separation of luminescence peaks from diffused layers and the underlying silicon substrate at low temperatures 

[4,5], courtesy of band gap narrowing effects in heavily-doped silicon [6,7]. Furthermore, by varying the 

excitation wavelength, the penetration depth of the laser light inside silicon wafers can be controlled, and thus 

the depth distributions of different structures underneath the wafer surface can be assessed qualitatively [8]. In 

this work, we apply the technique to study the diffusion enhancement of dopant atoms along large angle GBs 

and sub-GBs. First, we demonstrate that the diffusion is enhanced for numerous types of large angle GBs, rather 

than only at some specific GBs as reported in the literature [3,9]. After that, we show that sub-GBs also enhance 

the dopant diffusion, even though they are decorated with a high density of defects and impurities. Our 

conclusions are supported by secondary electron (SE) images, which confirm the enhanced diffusion along both 

large angle GBs and sub-GBs. These results highlight the value of this nondestructive, contactless 

characterization technique in silicon photovoltaics. 

II. Experimental details 

The two investigated samples are standard boron-doped p-type mc-Si wafers with a boron doping of about 

9×1015 cm-3. They were cut from the two consecutive sister wafers from the same ingot. Both of them were 

chemically etched in HF/HNO3 solution to remove saw damage and to achieve polished surfaces, and were then 
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immersed in a defect etchant consisting of HF/HNO3/acetic acid for 16 hours to delineate the sub-grain 

boundaries [10,11]. One sample was kept at the as-cut state (after the defect etching step). The other sample 

went through a POCl3 diffusion process at 850 oC for 1 hour, and then annealed in N2 gas at 850 oC for another 1 

hour. The resultant sheet resistance was measured on a controlled float-zone p-type wafer, and was found to be 

10.5 Ω/□. The diffused sample was then immersed in HF to remove the phosphosilicate glass. 

The setup of the µ-PLS system used here is described in detail in Ref. 6. An excitation light source with a 

tunable wavelength range from 490 nm to 2 µm was employed and focused onto the sample surface through 

confocal optics. In this work, a wavelength range of 510 – 810 nm with a bandwidth of 10 nm was used. 

Therefore, the on-sample illuminated spot size varied from 1 µm (for 510-nm excitation wavelength) to ~2 µm 

(for 810-nm excitation wavelength). The on-sample excitation power was kept constant at 6 mW for all 

excitation wavelengths. The spectral response of the entire system was determined with a calibrated halogen-

tungsten lamp. The cross-sectional surfaces for scanning electron microscope (SEM) analysis were prepared 

with the focus ion beam (FIB) technique. GB types were determined from electron backscatter diffraction 

(EBSD) measurements. 

III. Enhanced diffusion at large angle GBs 

First, we demonstrate that there are more dopant atoms diffused along GBs than intra-grain regions. 

Figure 1a compares the normalized PL spectrum captured at 79K at a random large angle GB (black curve) with 

that captured at 15 µm away from the same GB (dashed-red curve) of the diffused mc-Si wafer, excited with the 

510-nm wavelength. The spectrum at the same GB but from the as-cut wafer is also shown for comparison 

(dotted-blue curve). The main peak located at ~1130 nm is the band-to-band (BB) emission from the underlying 

Si substrate. The shoulder located at ~1160 nm is the band-to-band emission from the heavily-doped layer [4], 

denoted as HDBB peak (Heavily-Doped Band-to-Band). The HDBB peak captured at the GB is higher than that 

captured at 15 µm away, suggesting that the GB is more heavily doped than the surrounding regions. The peak 

around 1200 nm in the spectrum from the as-cut wafer is the phonon-replica of the BB peak, denoted as PRBB 

(Phonon-Replica of Band-to-Band). 
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Figure 1: (a) Normalized PL spectra at a random large angle GB (black line) and 15 microns (dashed-red line) away from it of the diffused 

mc-Si wafer, excited with the 510-nm wavelength at 79 K. The grain misorientation is 53.40 around the [0 1 1] axis. The spectrum at the 

same GB from the as-cut mc-Si wafer (dotted-blue line) is also included for comparison. (b) Vertical cross-sectional SEM image of the 

investigated GB of the diffused mc-Si wafer. (c) SE contrast profile of the line scan marked with the white line in Figure 1b.  
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Figure 1b shows an SEM image of the vertical cross-section of the investigated GB. We can observe clearly 

the contrast difference between the n+ diffused layer and the p-type substrate. Compared to the common SEM 

contrast between n- and p-type Si (brighter for p-type and darker for n-type), the contrast in Figure 1b is 

inverted (brighter for n+ layer and darker for p-substrate) since the cross-sectional surface was contaminated 

with Ga atoms (whose work function is smaller than that of Si) during the FIB preparation. The mechanism of 

this contrast inversion was explained in detail in Ref. 12. The contrast profile scan in Figure 1c shows that, at 

the line scan position (about 1 µm below the surface) there are still considerable phosphorus atoms at the GB, 

i.e. the p-n junction extends much more deeply into the substrate at the GB than the adjacent regions. 

Moreover, Figure 2 (a-d) compares the absolute PL spectra captured at the GB with those captured at 15 µm 

away from it of the diffused mc-Si wafer, with different excitation wavelengths at 79 K. In Figure 2a, the HDBB 

intensity is clearly higher at the GB than 15 µm away from it, although the BB intensity is the same. When the 

excitation wavelength increases (Figures 2b-d), both the BB peaks increase significantly in magnitude, as the 

impact of the surface recombination in the diffused layer is reduced and a larger fraction of the excitation light is 

absorbed in the bulk. The difference between the two HDBB shoulders is also reduced, consistent with the 

reduced absorption in the heavily-doped layer. Note that, in the spectrum from the as-cut wafer at 79 K (dotted-

blue line in Figure 1a), the PL intensity around 1160 nm is only about 6% of the BB intensity. Therefore, the 

difference between the two HDBB peaks in Figure 2 is not due to the small difference between the two BB 

peaks. 
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Figure 2: Comparison of absolute PL spectra at the random large angle GB (black line) and 15 microns (dashed-red line) away from it of 

the diffused mc-Si wafer, excited with different excitation wavelengths at 79 K. The spurious peak marked by the broken arrow in Figure 2b 

is an artifact from the laser. Its center wavelength is always twice of the excitation wavelength. 

We captured the spectra from numerous large angle GBs including Ʃ3, Ʃ5, Ʃ9, Ʃ11, Ʃ27a, and random 

angle GBs, and always found an enhanced diffusion along these GBs. The results disagree with the findings 

reported in Ref. 3, in which the diffusion was shown to be enhanced along Ʃ3 GBs, but no enhanced diffusion 

was observed along Ʃ27a and random large angle GBs. Therefore, a detailed study on the diffusion mechanism 

of dopant atoms along different types of GBs under various conditions is required to clarify these uncertainties, 

and this contactless and non-destructive PLS-based method could be a powerful tool to study this diffusion 

mechanism without complex sample preparation.  

IV. Enhanced diffusion at sub-GBs 
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Figure 3: (a) Normalized and (b) absolute PL spectra at the sub-GB (black line) and the intra-grain region (dashed-red line) of the diffused 

mc-Si wafer, excited with the 510-nm wavelength. The spectrum at the same sub-GB from the as-cut mc-Si wafer (dotted-blue line) was 

also included for comparison. The insert in Figure 3b is a vertical cross-sectional SEM image of this sub-GB of the diffused mc-Si wafer. (c) 

Normalized PL spectra at the sub-GB of the diffused mc-Si wafer with different excitation wavelengths. (d) A zoom-in between 1120 and 

1180 nm of Figure 3c. All measurements were done at 79 K. The normalized spectra were normalized to the band-to-band peak. The 

spurious peaks marked by broken arrows in Figure 3c are artifacts from the laser light. 

Now, we investigate the distribution of dopant atoms around sub-GBs in mc-Si wafers after the phosphorus 

diffusion step. Sub-GBs contain a high density of dislocations due to the high thermal stress and strain during 

the ingot growing and cooling. Also, they are often decorated with secondary defects and impurities trapped by 

the dislocation networks. The dislocations themselves are known to emit two distinct deep-level PL peaks (the 

so-called D3 and D4 lines), whereas the surrounding secondary defects and impurities emit another two deep-

level peaks (D1 and D2 lines) [13-16]. First, we examine sub-GBs at which the density of decorating defects 

and impurities is high. A typical PL spectrum at this kind of sub-GBs from the as-cut mc-Si wafer is given in 
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Figure 3a (dotted-blue curve). Besides the D3 and D4 peaks emitted from dislocations, the sub-GB also emits 

the D1 and D2 peaks due to decorating defects and impurities.  Figures 3a and 3b compare the normalized and 

absolute PL spectra, respectively, of the diffused mc-Si wafer at 79 K, captured at the same sub-GB (black line) 

and the intra-grain region (dashed-red line). The intensity (both in normalized and absolute scales) of the HDBB 

peak at the sub-GB is higher than that at the intra-grain region, although the absolute BB intensity at the sub-GB 

is lower than that at the intra-grain region. The results suggest that there are more active dopant atoms along the 

sub-GB than the intra-grain regions. The dopant atoms are still preferentially diffused into the sub-GB even 

though there is a high density of defects and impurities around it. We note that although the D4 luminescence 

peak does partly overlap with the HDBB shoulder, making the comparison with the spectra measured away from 

the sub-GB more difficult, in this case the magnitude of the D4 luminescence is small enough to still conclude 

that there is an increased dopant concentration at the sub-GB. To fortify this conclusion, an SEM dopant 

contrast image was captured on a vertical cross-section of this sub-GB of the diffused wafer and is displayed as 

an insert in Figure 3b. The p-n junction clearly extends more deeply into the substrate at the sub-GB than the 

surrounding regions. 

In addition, Figures 3c and 3d (a zoom-in of Figure 3c) show the evolution of normalized PL spectra with 

increasing excitation wavelengths, captured at the sub-GB of the diffused wafer at 79 K. In Figure 3c, the longer 

the excitation wavelength, the higher the intensities of the D lines. The results confirm that the defects (both 

intrinsic dislocations and secondary defects) and impurities are distributed depth-wise across the wafer 

thickness, rather than being limited to the near-surface region. In contrast, in Figure 3d, the shoulder around 

1160 nm, attributed to the HDBB peak, is reduced significantly with increasing excitation wavelengths. This is 

because the HDBB peak is emitted from the diffused layer located near the surface.  

Furthermore, we continue investigating sub-GBs which contain dislocations but a relatively low density of 

secondary defects and impurities, and thus emitting strong D3 and D4 but minimal D1 and D2 lines. Figures 4a 

and 4b compare the normalized PL spectra captured at a sub-GB (black curve) and 15 µm away from it (dashed-

red curve) of the diffused mc-Si wafer at 79 and 300 K, respectively. The spectra at the same sub-GB but from 

the as-cut wafer are also presented for comparison. In Figure 4a, due to the intense D4 line, it is not possible to 

observe the HDBB shoulder at low temperatures. However, since the D3 and D4 lines display a strong thermal 

quenching rate [17], at room temperature these 2 lines are quenched significantly and the contribution of the 

HDBB peak into the total spectra is more obvious, as depicted in Figure 4b. As can be clearly seen from Figure 

4b, around 1170 nm, the spectra from the as-cut wafer at and away from the sub-GB are not affected by the 

deep-level peaks. Nevertheless, the shoulder around 1170 nm (due to the HDBB peak) of the spectrum captured 

at the sub-GB (of the diffused wafer) is still broader than that captured at the intra-grain region. The results 

suggest that more dopants have diffused into this sub-GB than the surrounding regions. Note that, the carrier 

profile and surface reflectivity have a negligible impact on the PL spectral shape at the long wavelength side 

since reabsorption of the generated photons is negligible at these wavelengths, as demonstrated in Ref. 18. 
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Figure 4: Normalized PL spectra at another sub-GB (black line) and 15 microns (dashed-red line) away from it of the diffused mc-Si wafer 

at (a) 79 K and (b) 300 K, excited with the 510-nm wavelength. The spectra at the same sub-GB (dotted-blue lines) and the intra-grain 

region (dashed-dotted black line) from the as-cut mc-Si wafer were also included for comparisons. The dashed-vertical line in Figure 4b is 

the location from which the intensity mapping in Figure 5b is extracted. The normalized spectra were normalized to the band-to-band peak. 

Finally, Figures 5a shows a mapping of the total absolute PL intensity between 1000 and 1250 nm (the 

impact of the deep-level peaks is minimal in this range), whereas Figure 5b shows a mapping of the normalized 

PL intensity at 1170 nm, at room temperature around a sub-GB of the diffused mc-Si wafer. The dark line in 

Figure 5a indicates an increased recombination activity along the sub-GB due to the defects and impurities, 

whereas the bright line in Figure 5b indicates more dopant atoms diffused along this sub-GB since the broader 

long-wavelength shoulder is caused by the HDBB peak (see Figure 4b). The results from these two images 

confirm that, although the recombination activity is increased along the sub-GBs, more dopant atoms are also 

diffused into the sub-GBs. This conclusion could not be made based on EBIC or LBIC measurements since the 

total induced current is determined by both the defect/impurity and dopant concentrations. The defects and 

impurities reduce the current whereas the dopants increase it. 
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Figure 5: (a) Mapping of absolute PL intensity around a sub-GB of the diffused mc-Si wafer at 300 K. The intensity is the sum of the PL 

signal from 1000 to 1250 nm. (b) Mapping of normalized PL intensity at 1170-nm wavelength of the same area as Figure 5a at 300 K. The 

scanning step sizes are 0.5 µm in both x and y directions. The excitation wavelength is 532 nm. 

V. Summary 

In conclusion, applying the micro-photoluminescence spectroscopy techniques, we have detected the 

dopant diffusion enhancement along grain boundaries and sub-grain boundaries in multicrystalline silicon 

wafers. We have demonstrated that this enhancement happens at numerous types of grain boundaries, rather 

than only at some specific grain boundaries as reported in the literature. In addition, we have shown that the 

presence of defects and impurities around sub-grain boundaries does not hinder the preferential diffusion of 

dopant atoms. These findings help to demonstrate the value of such spectrally-resolved PL techniques in silicon 

photovoltaics. 
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