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The triple phase boundary (TPB),where the gas phase, Ni particles and the yttria-stabilised zirconia (YSZ) surface
meet, plays a significant role in the performance of solid oxide fuel cells (SOFC). Indeed, the key reactions take
place at the TPB, where molecules such as H2O, CO2 and CO interact and react. We have systematically studied
the interaction of H2O, CO2 and CO with the dominant surfaces of four materials that are relevant to SOFC, i.e.
ZrO2(111), Ni/ZrO2(111), YSZ(111) and Ni/YSZ(111) of cubic ZrO2 stabilized with 9% of yttria (Y2O3). The
study employed spin polarized density functional theory (DFT), taking into account the long-range dispersion
forces.We have investigated up to five initial adsorption sites for the threemolecules and have identified the ge-
ometries and electronic structures of themost stable adsorption configurations.We have also analysed the vibra-
tional modes of the three molecules in the gas phase and compared them with the adsorbed molecules. A
decrease of the wavenumbers of the vibrational modes for the three adsorbed molecules was observed,
confirming the influence of the surface on the molecules' intra-molecular bonds. These results are in line with
the important role of Ni in this system, in particular for the CO adsorption and activation.

© 2016 The Authors. Published by Elsevier B.V. This is an open access article under the CC BY license
(http://creativecommons.org/licenses/by/4.0/).
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1. Introduction

The solid oxide fuel cell (SOFC) is an electrochemical device that
converts electricity by oxidizing fuel, e.g. hydrogen, through an environ-
mentally sustainable process [1]. A common anode used for this
device is yttria-stabilized zirconia (YSZ) with supported Ni particles.
Themain advantages of theNi/YSZ cermet (ceramicmatrix (YSZ) bond-
ed to metal particles (Ni)) [2] over other materials are, for instance, its
good thermal expansion, ionic conductivity, high catalytic activity, me-
chanical/chemical stability and compatibility with the electrolyte [3,4].
Several experimental and theoretical studies of the Ni/YSZ cermet
have endeavoured to gain understanding of the microstructure of this
material, since the material's atomic level structure and processes lie
at the core of the performance of the SOFC anode [5].

One of the species used as fuel in the SOFC are H2 and CO which are
oxidized at the anode of the SOFC [6]. Electrochemical oxidation of H2 is
a multistep process where adsorption, surface reactions and charge

transfer are observed during the reaction [7]. The reaction at the
anode is described by reaction (R.1) [8]:

H2 þ O2–
⇌H2Oþ 2e− ðR:1Þ

In the CO oxidation on Ni/YSZ, CO adsorbs associatively on Ni and
then diffuses towards the triple phase boundary (TPB), where the gas
phase, Ni particles and YSZ surfacemeet. Here, it is oxidized byO2– com-
ing from the electrolyte i.e. the solid oxide (reaction (R.2)) [9].

COþ O2–
⇌CO2 þ 2e− ðR:2Þ

Instead of pure H2 or CO, H2/CO mixtures can be used leading to
more complicated mechanisms since other reactions than direct oxida-
tions are involved such as water-gas shifting [6] (reaction (R.3))
[10–12].

COþH2O⇌ CO2 þH2 ðR:3Þ

All these molecules interact with the supported Ni and the surface,
thus necessitating the study of these molecules in contact with the
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TPB, which plays a key role in the performance of the SOFC [13]. In the
past few years many researchers have investigated the microstructure
and the chemistry of the TPB. For example, Liu et al. [14] have shown ex-
perimentally that impurities such as SiO2 can degrade the Ni/YSZ grain
boundaries, whereas Jensen et al. [15] have shown that impurities seg-
regate from the bulk of the YSZ material and accumulate along the TPB.

To obtain YSZ, zirconia (ZrO2) is doped with yttria (Y2O3), thereby
creating oxygen vacancies [16], which play a role in the ionic conductiv-
ity, where it is well known that the conductivity is maximised at a Y2O3

concentration of around 8% [17]. In addition, experimental [18–20] and
theoretical [21,22] studies have shown that the dopant (Y3+) is located
preferentially at the next nearest neighbour (NNN) site to the oxygen
vacancy. We will therefore concentrate on the configuration with the
dopant in the NNN site in our model of the YSZ cermet.

Several ab initio investigations have been carried out on the interac-
tion of molecules with the Ni/YSZ cermet [23–26]. Shishkin et al. [23]
showed the oxidation of hydrogen at the TPB by the oxygen atoms
bound to Zr (or Y) and Ni. Cucinotta et al. [24] showed that the hydro-
gen oxidation can be active away from the TPB, whenwater is adsorbed
on the oxide surface. Ammal et al. [25] combined DFT and microkinetic
studies to show that the O migration pathway is faster than the H spill-
over and OHmigration pathway. Shishkin and Ziegler [26] have studied
the oxidation of H2, CH4 and CO at the Ni/YSZ interface and showed that
the YSZ cermet is inert to fuel oxidation, while Ni is active towards fuel
adsorption and oxidation. However, a systematic characterization of
H2O, CO2 and COmolecules at the TPB is still missing.We have therefore
investigated the interaction of these three molecules on four relevant
surfaces, i.e. ZrO2(111), Ni/ZrO2(111), YSZ(111) and Ni/YSZ(111), and
compared our results with experimental data.

We have investigated up to five initial adsorption sites for eachmol-
ecule on the pristine surfaces (ZrO2(111) and YSZ(111)) and two more
on the surfaces with supported Ni (Ni/ZrO2(111) and Ni/YSZ(111)).We
have elucidated the geometries and electronic structures of the most
stable adsorption sites and compared these results with other reported
computational models, where available, and supported our findings by
experimental and computational infrared spectra (IR).

2. Models and computational methods

All the structural relaxations and frequency calculations have been
performed using the Vienna Ab-initio Simulation Package (VASP)
[27–30], solving theKohn-Shamequations of the density functional the-
ory (DFT) [31] in a periodic approximation. The calculations have been
carried out adopting the generalized gradient approximation (GGA)
[32] with the Perdew-Burke-Ernzerhof (PBE) density functional. The
semi-empirical method of Grimme [33] was employed to describe and
improve the long-range dispersion interactions. The H (1 s), C (2 s, 2
p), O (2 s, 2 p), Ni (3 d, 4 s), Zr (4 d, 5 s) and Y (4 s 4p 4 d 5 s) atomic
orbitals have been treated as valence electrons, while the remaining
electronswere considered as core electrons and kept frozen. To describe
the interaction between the valence and the core electrons, we adopted
the projected augmented wave method (PAW) [34]. The plane-waves
kinetic energy cutoff was fixed at 500 eV, and all the calculations were
spin-polarized. The conjugate gradient technique has been used for
the geometry optimizations with an interatomic force threshold of
0.01 eV/Å. Monkhorst-Pack grids with a 7 × 7 × 1 k-point mesh were
used to sample the reciprocal space for the 1 × 1 slab calculations. For
the molecules in the gas phase a 1 × 1 × 1 mesh of k-points was used
and each molecule was positioned in a large box (14 × 15 × 16 Å3) in
order to avoid lateral interactions. The rest of the settings were similar
to those used for the slab calculations.

The procedure to compute the vibrational frequencies is implement-
ed in the VASP software. The vibrational frequencies were evaluated by
finite displacements of every coordinate and the vibrational frequencies
thus correspond to the eigenvalues of the diagonal Hessianmatrix (sec-
ond derivative of the energy with respect to the atomic positions),

where the eigenvectors are the vibrational normalmodes of the system.
Frequency changes reflect a structural modification of the molecules
upon adsorption on the surfaces.

In Fig. 1 we show the fluorite crystal structure of cubic zirconia
(c-ZrO2), the unit cell of which is face cantered cubic (fcc) (space
group Fm-3m). The fcc cube is formed by the Zr atoms which are
coordinated to eight oxygens. The oxygen atoms are positioned on the
diagonals of the cube.

To describe the (111) surfaceswe have used a slabmodelwith a per-
pendicular vacuum size of 15 Å, i.e. large enough to avoid interactions
with its periodic images. Following previous work [22,35], the surfaces
were O-terminated and contained 9 atomic layers (three O-Zr-O
trilayers); the 5 top atomic layers were allowed to relax fully during ge-
ometry optimization, while the 4 layers at the bottom were kept fixed,
thereby simulating the bulk material. The surface area is 44.96 Å2.

The four surfaces (ZrO2(111), Ni/ZrO2(111), YSZ(111) and Ni/
YSZ(111)) were taken from our previous work [22]. There, we had
substituted two Zr (from the topmost and the sub-surface O-Zr-O
trilayers) by Y with the removal of one oxygen from the third atomic
layer (the next nearest neighbour of Y atoms) to obtain the YSZ(111)
surface (Zr10Y2O23(111) slab) ( yttria= 9.1wt%). Then, Ni was deposit-
ed on the most favourable adsorption site on both the ZrO2(111) and
YSZ(111) surfaces. On the ZrO2(111) surface, Ni sits preferentially on
the Od′ atom, i.e. slightly off from the perpendicular, Fig. 2, while on
the YSZ(111), it adsorbs preferentially on top of the oxygen vacancy
and away from the Y atoms (Fig. 2).

The magnetization of the Ni atom before adsorption was 0.57 μB (Ni
atom from bulk calculation). Upon adsorption on both ZrO2(111) and
YSZ(111) surfaces, the calculated magnetisation for the adsorbed Ni
atom was 0.0 μB (singlet configuration). For comparison, we have also
forced the Ni atom to be in a triplet configuration (2.0 μB) and the calcu-
lated total energies were 1.16 and 1.44 eV higher for Ni/ZrO2(111) and
Ni/YSZ(111), respectively, compared with the values found for the
singlet configuration. Moreover, a study made by Hahn et al. [36]
took into account different spin states of Ni10 cluster adsorbed on
CeO2(111) surface and they showed that the singlet configuration of
the cluster is stable, as it is only 0.01 eV higher in energy than the con-
figuration where the multiplicity is 11.

The three molecules (H2O, CO and CO2) were initially positioned at
2.0 Å above the surface and different orientations have been compared
for each initial adsorption site. On theZrO2(111) surfaces, four initial ad-
sorption sites were tested for each molecule: on top of the Zr atom,
above the outermost oxygen Ou (up) or Od (down), and finally at the
centre of the Ou-Od-Zr “triangle”, see Fig. 2. On the YSZ(111) surface,

Fig. 1. Crystal structure of cubic zirconia (c-ZrO2). Colour key: oxygen and zirconium
atoms are represented by red and grey spheres, respectively. (For interpretation of the
references to colour in this figure legend, the reader is referred to the web version of
this article.)
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six initial adsorption siteswere investigated: the Zr atom, the outermost
oxygen Ou (up), Od (down), the oxygen vacancy, the yttrium atom,
and the centre of the Ou-Od-Zr “triangle”, see Fig. 2. For each initial ad-
sorption site, we have relaxed the molecules, as well as the five top
layers of the slab (as described in the previous paragraph). On the Ni/
ZrO2(111) and Ni/YSZ(111) surfaces, we identified two initial adsorp-
tion sites: near the Ni atom and approximately over the most stable ad-
sorption site found for the naked surface. The non-equivalent initial
adsorption sites leading to unstable configurations are presented in
the supporting information. We have calculated the adsorption energy,
taking into account the zero point energy (ZPE), as the difference be-
tween the energy of the slab with the molecule adsorbed (Emolecule/sur-

face) and the sum of the energies of the clean oxide surface (Esurface)
and the isolated molecule (Emolecule), Eq. (1).

Eads ¼ Emolecule=surface− Esurface þ Emoleculeð Þ ð1Þ

We have also calculated the Van der Waals adsorption energies as
the difference between the estimated Van der Waals energy of the
slabwith themolecule adsorbed (Emolecule/surface

vdW ) and the sumof the es-
timated Van der Waals energies of the clean oxide surface (Esurface

vdW ) and
the isolated molecule (Emolecule

vdW ), Eq. (2).

EvdW
ads ¼ EvdWmolecule=surface− EvdWsurface þ EvdWmolecule

� �

ð2Þ

We have analysed the charge transfer between the surface and the
molecules using Bader analysis as implemented in the Henkelman algo-
rithm [37]. To evaluate the interaction between the molecules and the
surface atomswe have also calculated the electron localization function
(ELF) which measures the probability of finding an electron in the
neighbourhood of another electron with the same spin [38].

3. Results and discussion

3.1. Structural analysis and electronic structure

3.1.1. ZrO2(111)

The evaluation of the adsorption energies for the three molecules
shows that the strength of their adsorption on the ZrO2(111) surface
follows the trend: H2O N CO N CO2 (see Table 1). H2O is likely to be dis-
sociated, where one H is transferred to a surface oxygen with the OH

remaining on top of the Zr atom (Fig. 3). The dissociative water adsorp-
tion on ZrO2was also observed in a previous investigation by Korhonen
et al. [39], where they showed experimentally and theoretically that
water, at low coverage, dissociates on the monoclinic zirconia surface.
Our calculated adsorption energy on c-ZrO2 for [H + OH]-ZrO2(111)

(−1.08 eV) is similar to the adsorption on their monoclinic (111) and

the (101) zirconia surfaces (−1.20 eV).
Themost stable adsorption site found for CO2 and COmolecules is on

top of the zirconium atom (Fig. 3). The adsorption energy for CO2 on
ZrO2(111) (−0.24 eV) is close to a previous study (−0.26 eV) [40],
where the authors had modelled the zirconia surface by four types of
clusters and saturated the dangling bonds with hydrogen atoms:
Zr2O14H20, Zr3O16H20, Zr3O19H26 and Zr5O24H28 (see Fig. S5 in SI). The
Zr2O14H20 and Zr3O19H26 exhibit OH groups, while in Zr3O16H20 and
Zr5O24H28 only H atoms are adsorbed on the oxygen clusters. The
main difference between Zr3O16H20 and Zr5O24H28 is the Zr atom
pointing outwards from the Zr5O24H28 cluster. For Zr3O16H20 the calcu-
lated CO2 adsorption energy was−0.26 eV (similar to this work) and
the authors [40] showed that CO2 is physisorbed at 2.70 Å away from
the cluster and adopting a parallel position, comparable to our geometry
(Fig. 3). On top of the Zr2O14H20 and Zr3O19H26 clusters, the authors [40]
found a stronger CO2 adsorption energy (−0.34 and −0.35 eV,
respectively), but CO2 is still physisorbed since for both clusters the
CO2-cluster distance remains larger than 2.10 Å, indicating that the
OH groups play a minor role in the CO2 adsorption. On top of
Zr5O24H28 the CO2 adsorption was much stronger (−0.67 eV) but the
authors showed, using the multi-Langmuir model, that the Zr5O24H28

site is less abundant than the three other sites. Thus, at high CO2 loading,
the authors [40] concluded that CO2 adsorbs onto the Zr2O14H20,

Fig. 2. Side and top views of the O-terminated ZrO2(111), YSZ(111), Ni/ZrO2(111) and Ni/YSZ(111) surfaces. Red, grey, blue and cyan spheres represent oxygen, zirconium, nickel, and
yttrium atoms, respectively. The oxygen vacancy is represented by the yellow sphere. (For interpretation of the references to colour in this figure legend, the reader is referred to the
web version of this article.)

Table 1

Calculated adsorption energies permolecule (Eads in eV) and charges (q in e−) for themol-
ecules (H2O, CO2 and CO) adsorbed on themost favourable site of the surfaces: ZrO2(111),
Ni/ZrO2(111), YSZ(111) and Ni/YSZ(111).

ZrO
2
(111) Ni/ZrO

2
(111) YSZ(111) Ni/YSZ(111)

E
ads

(H
2
O) -- -1.39 -0.82 -0.67

E
ads

(H+OH) -1.08 -1.33 -0.30 -0.52
E

ads
(CO

2
) -0.24 -1.35 -0.36 -0.31

E
ads

(CO) -0.37 -2.70 -0.37 -2.32

ZrO
2
(111) Ni/ZrO

2
(111) YSZ(111) Ni/YSZ(111)

q(H+OH) 0.1 -- -- --
q(H

2
O) -- 0.0 0.0 0.0

q(CO
2
) 0.0 -0.5 0.0 0.0

q(CO) 0.0 -0.2 0.0 -0.3
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Zr3O16H20 and Zr3O19H26 clusters. In our study, the most stable adsorp-
tion found for CO on ZrO2(111) is stronger (−0.37 eV) than the one on
Od suggested byWalter et al. [41] (−0.14 eV), which in our model was
evaluated to be−0.10 eV.

Among the three molecules, dissociated H2O has a stronger affinity
for the ZrO2(111) surface than CO2 and CO. The variation of the inter-
atomic distances is in good agreement with the adsorption energies
and the transferred charges (see Table 1). For instance, [H + OH] is
the closest species to the ZrO2(111) surface. Fig. 3 shows that O (of
OH) is at 2.070 Å over the top zirconium atomic layer, while the closest
atom, O for CO2 and C for CO, are positioned at 3.009 Å and 2.500 Å, re-
spectively, from the surface which, added to a lack of charge transfer,
suggests that both molecules are physisorbed.

3.1.2. Ni/ZrO2(111)

On the Ni/ZrO2(111) surface, the strength of adsorption of the
molecules near Ni is as follow: CO N H2O N CO2. Table 1 shows that,
depending on the activation energies, H2O dissociation is practically
in equilibrium with molecular adsorption since Eads(H2O)-Ni/
ZrO2(111) ~ Eads[H + OH]-Ni/ZrO2(111) (−1.39 and−1.33 eV respec-
tively). The adsorption energy of CO2 (−1.35 eV) is similar to H2O but
considerably weaker than the one found for CO (−2.70 eV), which
will surround the single atom, replacing both CO2 and H2O.

There is no obvious change in the H2O intra-molecular bond dis-
tances. However, the intra-molecular CO2 bond length increases from
1.2 Å (gas phase) to 1.3 Å (CO2-Ni/ZrO2(111)) and the CO bond length
increases from 1.1 Å to 1.2 Å (CO-Ni/ZrO2(111)). A previous study also
reported these elongations of the intra-molecular distances upon inter-
action of the molecules with supported metal cluster on oxide surfaces
[42]. Meanwhile, H2O remains practically unaltered, whereas CO2 and
CO indicate an electronic rearrangement which is not seen on the bare
ZrO2(111). Charge analysis shows a gain of charge for CO2 (−0.5 e−)
and CO (−0.2 e−) upon adsorption on theNi/ZrO2(111). The outermost
Zr atomic layer and theNi atom lose+0.3 e− and+0.2 e−, respectively,
while for CO-Ni/ZrO2(111) only the outermost Zr atomic layer transfers
+0.2 e−, through the Ni adatom, to the CO molecule.

The electron localization function (ELF) plots in Fig. 4 show the effect
of the Ni on the molecules' adsorption onto the surface. In the H2O-Ni/
ZrO2(111) case, the electron localization is negligible between H and
the oxygen belonging to the surface, whereas the electrons localized
on the oxygen atom of the water molecule interact favourably with
the empty orbitals of theNi atom, showing that Ni facilitates the adsorp-
tion of H2O on the Ni/ZrO2(111) surface. In Fig. 4 we note a bonding re-
gion between CO2 and Ni, which is not observed in the CO2-ZrO2(111)

system. This interaction explains the strengthening of the CO2 adsorp-
tion over Ni/ZrO2(111) compared to the bare ZrO2(111) surface. The
shape of the ELF around the carbon atom from CO changes in the pres-
ence of Ni: it points towards the Ni atom, showing the important effect
of the metal atom.

In Fig. 5 we show the total density of states (DOS) of the three mol-
ecules (H2O, CO2 and CO) adsorbed on ZrO2(111) andNi/ZrO2(111) and
the projected DOS on the three relevant atoms (C, O and H) and the Ni
atom. A sharp peak (specific orbital) means that a specific orbital is lo-
cated at this specific energy. Thus, when many orbitals of different
atoms have the same energy (well localized)we consider that the inter-
action between those orbital atoms is favourable. On the other hand, the
interaction is unfavourable if the peaks of the different orbital atoms are
spread over a range of energies (delocalized).

We have shown, in the [H+ OH]/ZrO2(111) density of states (DOS)
(Fig. 5), that the peaks located below the Fermi energy correspond to
the s and p orbitals of OH oxygen and are delocalized. However, in the
H2O-Ni/ZrO2(111) system, they are localized and positioned at the
same energy as the final two Ni s p d orbital peaks (−0.26, −0.20
and−0.01 eV). This favours the interaction between the Ni atom and
the H2O oxygen orbitals which is in good agreement with the ELF
analysis.

Similar situations occur with the CO2 and COmolecules, i.e. their or-
bitals below the Fermi energy are dispersed over a range of energies
when interacting with a naked surface, but are localized peaks in the
presence of Ni atoms. The peaks at these energies correspond to Ni, O
and C orbitals, indicating that an interaction exists between the mole-
cule and Ni/ZrO2(111) and that this interaction is facilitated by the Ni
atom, which confirms the ELF analysis discussed above.

We have shown that the adsorption of the molecules on ZrO2(111)
and Ni/ZrO2(111) can lead to the dissociation of H2O, and causes the
elongation of the intramolecular bonds of CO and CO2. In addition, the
ELF plot indicates the significant effect of Ni on the electronic structure
of the molecules, thereby enhancing their chemisorption. These results
are in agreement with previous investigations, which have shown that
metal particles can stabilize the adsorption of the molecule on the
surface [43–46]. For example, Carrasco et al. [47] showed that CO prefers
to bind to the Ni1/CeO2(111) surface, rather than on the pristine
CeO2(111) surface, in a similar configuration as the onepresented in Fig. 3.

3.1.3. YSZ(111)

We have followed the same procedure on the ~9% yttria-doped
ZrO2(111). The adsorption energies of these molecules on the YSZ(111)
shows the following preference for binding: H2O N CO N CO2, see

Fig. 3. Schematic representation of the H2O, CO2 and CO adsorption on ZrO2(111), Ni/ZrO2(111), YSZ(111) and Ni/YSZ(111). Perpendicular black lines show the simulation cell. Red, grey,
blue and cyan spheres represent oxygen, zirconium, nickel, and yttrium atoms, respectively. Orange spheres represent the oxygen belonging to CO and CO2molecules. The oxygen vacancy
is represented by the yellow spheres. (For interpretation of the references to colour in this figure legend, the reader is referred to the web version of this article.)
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Table 1. Unlike thewater adsorption on ZrO2(111), H2Oprefers to remain
as a molecule on YSZ(111) since Eads(H2O)-YSZ(111) is more
favourable than Eads(H + OH)-YSZ(111) by ~0.5 eV, see Table 1.
The CO2 adsorption becomes ~0.1 eV stronger compared with the
pristine ZrO2(111). Both H2O and CO2 adsorb near the yttrium
atom in a slightly tilted position, whereas CO binds perpendicularly
to the surface (Fig. 3). The CO adsorption energy is −0.37 eV, i.e.
very close to the one on ZrO2(111) and in good agreement with the
DFT study by Yurkiv et al. (−0.34 eV) [48].

The analysis of the interatomic distances from the structures in
Fig. 3 agrees with the trend in adsorption energies, since H2O is
stabilized by H bonds with the surface (H-Osurf = 1.744 Å), and
CO2 and CO are not strongly bound. There is negligible variation

in the intra-molecular distances or charge transfer for any of the
three molecules. The electronic structure and the charge transfer
compared with the pristine ZrO2(111) indicate that the interaction
of CO2 and CO molecules is barely modified by the presence of Y-
dopants. However, H2O prefers to adsorb molecularly on the
YSZ(111) surface, whereas it dissociates upon adsorption on the
ZrO2(111) surface.

3.1.4. Ni/YSZ(111)

Once Ni is deposited on YSZ(111), the trend in the adsorption of the
molecules changes from the naked surface and the preference becomes:
CO N H2O N CO2. As on YSZ(111), H2O adsorbs molecularly on Ni/
YSZ(111), although the difference in adsorption energy compared to the

Fig. 4. Electron localization function (ELF) of the threemolecules (H2O, CO2 and CO) adsorbed on top of the four surfaces: ZrO2(111), Ni/ZrO2(111), YSZ(111) and Ni/YSZ(111). A high ELF
value along the bond path reflects a strong interaction between the molecule and the surface while a low ELF value is the consequence of a weak interaction.
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dissociated configuration is only 0.15 eV, indicating a close thermody-
namic equilibrium (depending on the energy barrier to dissociation).
H2O adsorbs near the Y and away fromNi, while CO2 and CO prefer to ad-
sorb near the Ni atom with adsorption energies of−0.31 and−2.32 eV
respectively. Only CO has more affinity for the Ni/YSZ(111) surface than
for YSZ(111), releasing almost 2 eVmore than on the bare YSZ(111) sur-
face. Thus, as a general trend, H2O and CO2 adsorb on the bare surface,
while CO is strongly attached to Ni/YSZ(111), see Table 1.

The distance analysis of the structures in Fig. 3 shows that H2O
and CO2 are at approximately 2.0 Å from the surface, while the C
atom (of CO) is 1.696 Å from the Ni atom. There is no obvious in-
crease in either H2O or CO2 intra-molecular bond lengths. However,
the CO bond increases by 0.1 Å upon adsorption, in agreement with
the strong adsorption and the charge transfer of −0.3 e− from the
outermost zirconium atomic layer. As such, Ni acts as an electrode,
which is its main function in SOFC: electrons are transferred from

Fig. 5. Total density of states (DOS) of the threemolecules (H2O, CO2 and CO) adsorbedon ZrO2(111) andNi/ZrO2(111) and projected DOS on the threemolecule atoms (C, O andH) andNi
atom. We represent here both spin up (α) and down (β) of the total DOS and the spin up for the projected DOS. Colour scheme is labelled in the inset. Hvac and Hsurf correspond to H
pointing towards the vacuum and the surface, respectively. The oxygen pointing towards the vacuum and the surface are represented by Ovac and Osurf, respectively.
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the surface through Ni. The other molecules remain neutral upon
adsorption.

To investigate further the role of Ni, we have compared the ELF
for the YSZ(111) and Ni/YSZ(111) systems. Fig. 4 shows that the
perturbation of the ELF upon adsorption of H2O and CO2 is negligible,
which agrees with physisorption and the insignificant effect of Ni.
However, the perturbation of the electrons surrounding the CO
molecule is considerable in the presence of Ni.

In the H2O-Ni/YSZ(111) DOS (Fig. 6) we observe five localized
peaks (−0.89, −0.85, −0.67, −0.12 and −0.04 eV) below the
Fermi level, corresponding to the Ni s p d orbitals. The contribution

of the H2O orbitals to these peaks is negligible, indicating that H2O
interacts weakly with both YSZ(111) and Ni/YSZ(111) surfaces, in
good agreement with the low adsorption energies and the ELF
analysis. The conclusion is similar for the CO2/YSZ(111) and CO2-
Ni/YSZ(111) systems, where the DOS plots show that the CO2

orbitals do not contribute to the valence band, in agreement with
the weak adsorption and the ELF plots. However, the presence of Ni
causes the CO orbitals to be localized at the same energy as the Ni
orbitals below the Fermi level (−0.72,−0.62, and−0.48 eV), lead-
ing to a stronger interaction. Thus, Ni stabilizes CO adsorption on the
Ni/YSZ(111) surface, as was also observed from the ELF analysis.

Fig. 6. Total density of states (DOS) of the three molecules (H2O, CO2 and CO) adsorbed on YSZ(111) and Ni/YSZ(111) surfaces and projected DOS on the three molecule atoms (C, O and
H) and Ni atom.We represent here both spin up (α) and down (β) of the total DOS and the spin up for the projected DOS. Colour scheme is labelled in the inset. (For interpretation of the
references to color in this figure legend, the reader is referred to the web version of this article.)
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3.2. Infrared spectra

We have calculated and analysed the IR spectra of the three mole-
cules in the gas phase and compared themwith themolecules adsorbed

on the four surfaces (Fig. 7), which provides data that are directly
comparable with simple experimental characterization, thus providing
circumstantial evidence of the geometries and electronic structures
described above.

Fig. 7. Theoretical IR spectra of the free and adsorbedmolecules (H2O, CO2 and CO) on ZrO2(111), Ni/ZrO2(111), YSZ(111) and Ni/YSZ(111). (For interpretation of the references to colour
in this figure legend, the reader is referred to the web version of this article.)

Table 2

Theoretical vibrational frequencies (ω) in cm−1 for H2O, CO2 and CO in the gas phase and adsorbed on the surfaces (ZrO2(111), Ni/ZrO2(111), YSZ(111) and Ni/YSZ(111). ν, νs, νas, and δ

denote stretching, symmetrical stretching, asymmetrical stretching and bending modes, respectively. We show in parenthesis the infra-red experimental values from the literature.

H2O CO2 CO

assignment ω assignment ω assignment ω

Gas Phase

νs

3765

(3657[51])
1324 ν

2144

(2142[52])

νas

3877

(3756[51])

2378

(2349[51])

δ

νs

νas

δ

νs

νas

δ

νs

νas

δ

νs

νas

δ

νs

νas

δ

1587

(1595[51])

634

(667[51])

ZrO2(111)

ν(H-Osurface) 2855 1319 ν
2147

(2185[53])

ν(H-Owater) 3796 2362 δ 320

δ of both H 1113 617

Ni/ZrO2(111)

ν of H-Owater(H toward surface) 2389 1176 ν 2013

ν of H-Owater(H toward vacuum) 3709 1807 δ 477

δ of both H 1560 720

YSZ(111)

νs 3171 1317 ν 2169

νas 3766 2364 δ 224

δ 1535 618

Ni/YSZ(111)

νs 3472 1312 ν 2009

νas 3730 2352 δ 491

δ 1545 615
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For example, the molecularly adsorbed water is confirmed by
the presence of a bending mode around 1600 cm−1, since there is no
OH-related vibrational mode at 1600 cm−1 [49]. Similarly, analysing the
IR spectra of adsorbed CO2 andCO indicates a potential dissociative chem-
isorption of CO2, aswas shownbyprevious studieswhere CO2 is adsorbed
on top of silica-supported iron [50]. In Table 2 we show the IR spectra
values related to Fig. 7 and compare them with the experimental values
from the literature [51,52].

3.2.1. ZrO2(111) and Ni/ZrO2(111)

The wavenumbers of the vibrational modes of the water molecule
drop upon adsorption on both the ZrO2(111) and Ni/ZrO2(111) surfaces.
A drop of the bending mode is observed (ΔδH2O−ZrO2(111) = 474 cm−1)
upon H2O adsorption on the ZrO2(111) surface compared to the gas
phase, but since H2O adsorption is dissociative on ZrO2(111) the bending
mode observed in [H+OH]-ZrO2(111) actually corresponds to the bend-
ing mode of both hydrogens: the H transferred to the surface and the H
bonded to Owater. This frequency variation of the bending mode was ex-
pected, since upon adsorption the H\\Owater and H\\Osurf bonds are
weaker than the H\\O bonds in the water molecule in vacuum. Similarly
to [H + OH]-ZrO2(111), there are two different stretching modes, one
each corresponding to ν(H\\Osurf) and ν(H\\Owater). In addition,
Table 2 shows, that from these stretchingmodes ν(H\\Osurf) has the low-
est wavenumber, which is predictable since the H\\Osurf bond is weaker
than H\\Owater. The wavenumber of the two stretching modes of H2O
over Ni/ZrO2(111) are even lower than the ones found for ZrO2(111).
This is in good agreement with the larger adsorption energy of H2O-Ni/
ZrO2(111): H2O binds more strongly to Ni/ZrO2(111) than ZrO2(111),
which weakens its internal bonding by electronic rearrangement,
explaining the decrease of the stretching modes of H2O-Ni/ZrO2(111).

The adsorption of CO2 is weak on ZrO2(111), with the wavenumbers
of the three different vibrational modes remaining similar to the gas
phase (Table 2). However, it adsorbs strongly on Ni/ZrO2(111), lowering
the wavenumbers of the asymmetrical and symmetrical stretching
modes by 571 and 148 cm−1, respectively. Indeed, the stronger adsorp-
tion of CO2 on top of Ni/ZrO2(111) affects the strength of the CO2 bonds,
which explains the drop of thewavenumbers of the stretchingmodes ob-
served in CO2-Ni/ZrO2(111). The bending mode of CO2-Ni/ZrO2(111)

increases by 103 cm−1 compared to CO2-ZrO2(111). The reason for this
increase is explained by the rearrangement of the electronic structure of
CO2 upon adsorption on Ni/ZrO2(111), where CO2 gains a charge of 0.5 e−

. As to CO, the difference in stretching mode upon adsorption on
ZrO2(111) is negligible compared with the gas phase: ΔνCO−

ZrO2(111) =−3 cm−1, confirming the physisorbed state, which is in good
agreement with the experimental study made by Dulaurent et al. [53]
(ν(CO)=2185 cm−1). OnNi/ZrO2(111), thewavenumber of the stretching
mode is even lower (ΔνCO−Ni/ZrO2(111) = 131 cm−1), in good agreement
with the strong adsorption energy and increase of the C\\O distance.

3.2.2. YSZ(111) and Ni/YSZ(111)

Vibrational modes of H2O on YSZ(111) and Ni/YSZ(111) show a de-
crease inwavenumbers compared to the gas phase, although they remain
higher than on ZrO2(111). The asymmetrical and symmetrical stretching
and bending modes of H2O are located at lower wavenumber, when it is
adsorbed on YSZ(111) and on Ni/YSZ(111) (Table 2). This analysis agrees
with theweakness of the intramolecular bonds onboth doped surfaces, as
described before.

CO2 adsorbs on both YSZ(111) and Ni/YSZ(111) surfaces, leading to a
decrease in the wavenumber of each vibrational mode (Table 2). These
shifts of the vibrational modes upon adsorption are related to the de-
creased strength of CO2 bonds due to the interaction with the surfaces
and the occupation of the molecular antibonding orbitals leading to a
bent structure. Our calculated value for the symmetrical stretching
mode of CO2 on YSZ(111) (1317 cm−1) is in the same range as the exper-
imental study made by Köck et al. [54], who found a peak of a bridged
carbonate at 1305 cm−1. The adsorption energies of CO-YSZ(111) and
CO-Ni/YSZ(111) agree with the CO affinity for these two surfaces. For ex-
ample, on Ni/YSZ(111) the stretching mode of the CO molecule is
observed at significant lower wavenumber than in the gas phase
(Table 2), having decreased by 135 cm−1. The increase in the length of
the CO bond upon adsorption and itsweakening further shows the strong
interaction between CO and the bare and Ni-decorated YSZ surfaces.

To summarize the general trend of the vibrational modes of the
molecules upon adsorption, we have plotted in Fig. 8 the variation of
the stretching modes as a function of the adsorption energies. Note that
the H2O dissociation is not represented here. We have observed that,

Fig. 8. Plot of the variation of the symmetric (νs) and asymmetric (νas) stretching modes upon adsorption.●, ■,▲ and ♦ represent ZrO2(111), Ni/ZrO2(111), YSZ(111) and Ni/YSZ(111)
surfaces, respectively. Eads corresponds to the total adsorption energy. Since H2O adsorbs dissociatively on ZrO2(111) the variation of H2O stretchingmode on ZrO2(111) is not represented
here. νas is not represented for CO as in the gas phase CO has one stretching mode.

Table 3

Calculated Eads and (Eads− Eads
vdW) in eV for the three molecules (H2O, CO2 and CO) adsorbed on the most favourable site of the surfaces: ZrO2(111), Ni/ZrO2(111), YSZ(111) and Ni/

YSZ(111). Eads and Eads
vdW correspond to the total and Van der Waals adsorption energies, respectively.

H2O CO2 CO

E
ads

E
ads 

- E
ads
vdW E

ads 
- E

ads
vdW E

ads 
- E

ads
vdWE

ads E
ads

ZrO2(111) -- -- -0.24 -0.01 -0.37 -0.24

Ni/ZrO2(111) -1.39 -1.21 -1.35 -1.09 -2.70 -2.54

YSZ(111) -0.82 -0.68 -0.36 -0.15 -0.37 -0.24

Ni/YSZ(111) -0.67 -0.52 -0.31 -0.09 -2.32 -2.14
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when the molecules adsorb weakly onto the surface, the shift in the
wavenumber of the stretching mode is negligible and the molecule-
surface interaction is mainly due to van der Waals interactions. In
Table 3 we compare Eads with (Eads − Eads

vdW), where Eads and Eads
vdW

correspond to the total and Van der Waals adsorption energies,
respectively. We observe from Table 3 that for the weak adsorptions,
such as CO2-ZrO2(111) and CO2-Ni/YSZ(111), (Eads − Eads

vdW) is
approximately equal to zero, indicating that themolecule-surface interac-
tion arisesmainly from the Van derWaals interactions. For other systems,
such as H2O-Ni/YSZ(111), CO2-YSZ(111) and CO-ZrO2(111), the
contribution of the Van der Waals interactions is still non-negligible
since (Eads− Eads

vdW) is approximately twice as high as Eads.
For the strong interactions (H2O-Ni/ZrO2(111), CO2-Ni/ZrO2(111),

CO-Ni/ZrO2(111) and CO-Ni/YSZ(111)), the shift of the stretching mode
is considerable (Fig. 8) and the contribution of the Van der Waals
interactions is negligible, since the negative value of (Eads − Eads

vdW) is
lower than−1 eV (Table 3).

4. Conclusion

Wehave studied systematically the interaction of H2O, CO2 and CO on
the naked and Ni-decorated ZrO2(111) and YSZ(111) surfaces, where we
have employed DFTwith long-range interaction corrections to character-
ize the bonding character of thesemolecule-metal-support interfaces.We
found that thermodynamically H2O adsorbs dissociatively on ZrO2(111),
but in the presence of Ni both dissociated andmolecular H2O can coexist.
On the other hand, molecular water is likely to be present on YSZ(111)
and Ni/YSZ(111), depending on the experimental conditions. Regardless
of which surface is considered, the charge transfer is negligible upon H2O
adsorption, except for the dissociated state. CO2 shows veryweak adsorp-
tion on the surfaces studied with the exception of Ni/ZrO2(111), where
the molecule is activated by the transfer of 0.5 e−. Here, the metal is
slightly more oxidized leading to a decrease in the stretching modes of
CO2. The CO adsorption depends strongly on the presence of Ni at the sur-
face; On the Ni-decorated surfaces, CO adsorbs more strongly than H2O
and CO2, while on the naked surfaces CO binds mainly by long-distance
interactions. The interatomic distance analysis agrees with the trend in
adsorption energies, since on Ni-decorated surfaces the CO-surface dis-
tance is smaller than both H2O-surface and CO2-surface distances. Thus,
it appears that the role of Ni at the TPB is to provide electrons to CO
with a subsequent shift in the IR spectrum.We have also explored the re-
lationship between the binding energy and the variation in the stretching
modes where we noted a negligible shift in the wavenumber of the
stretching mode for the molecules interacting weakly with the surface.

Clearly, the incorporation of a single nickel atom is an approximate
model for the triple-phase boundary, and our results may change if the
metal-oxide systems were to include finite nickel clusters or even
nanoparticles. In future work, we will therefore investigate how Ni
clusters of increasing sizes affect the structure and properties of the
interface with the zirconia materials, and if the size of the cluster will
affect the interaction of the metal clusters with the gaseous molecules.
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